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Test Proctor N°=1

Large particles
Number of blows / layer
Number of layers
Blows height (cm)
Rammer mass (kg)
Mould
Type

0 %
55
5
45.70
4.540
CBR
Modified

γOPM
WOPM
γOPM (Corrected)
WOPM (Corrected)

= 19,76 kN/m³
= 8,90 %

= 19,76 kN/m³
= 8,90 %

Moisture content(%)
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PROCTOR COMPACTION TEST
NF P 94-093

(1)

(2)

(1) Sr = 100 % ; ρs = 26,50 kN/m³
(2) Sr = 80 % ; ρs = 26,50 kN/m³
γOPM = 19,76 kN/m³
WOPM = 8,90 %

Dry density (kN
/m

³)
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